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Test Report 
 

 

Issued by : tesa SE 

tesa-product-no. : 04943-00068-04 

tesa-product : 04943,   

 

 

 

Test criterion Unit from / to Value* Test method 

thickness μm 85-115 103 J0PMC002 

PA O.S N/cm ≥4 5.30 J0PMA002 

PA C.S N/cm ≥4 5.80 J0PMA002 

 

  * non-specific values 

 
 
 
We confirm that the supplied material meets quality standards of this product. 

 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

This certificate of analysis has been produced electronically and is valid without a signature. 

These data do not relieve the customer from making his own quality incoming inspection of goods, particularly in consideration of influences 

regarding transport or temporary storage which are not under our control. Furthermore, our general terms of sales are applicable. 
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