tesa® 76125
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250um d/s black quick bonding and residue free removable tape

Product Description
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* Thickness: 250um

» High tack and quick bonding even on LSE substrates

» Temperature sensitive removing with very fast and residue free removability especially at elevated temperatures
» OQutstanding shock resistance

» Good anti-repulsion properties to prevent lifting

» Light blocking

» Waterproofing (IPX8)
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Technical Information (average values)

The values in this section should be considered representative or typical only and should not be used for specification
purposes.

Product Construction

« Backing PETP « Color fein

+ Type of adhesive AUANLAL + Color of liner Ts9d
* Type of liner PET » Thickness of liner 50 um
» Total thickness 250 um
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« Elongation at break 100 %

« Static shear resistance at 40°C  fiu1n
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» Adhesion to Aluminium (initial) 10 N/cm

* Adhesion to Aluminium (after 10 N/cm
14 days)

» Adhesion to Glass (initial) 11 N/cm

* Adhesion to Glass (after 14 11 N/cm
days)

» Adhesion to PC (initial) 10 N/cm
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Adhesion to PC (after 14 days)
Adhesion to PE (initial)
Adhesion to PE (after 14 days)
Adhesion to Steel (initial)
Adhesion to Steel (after 14
days)
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60 °C
90 °C

10 N/cm
10 N/cm
10 N/cm
11 N/cm
11 N/cm
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